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BL3 Compaund
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	Density
	0.950-0.960 q/cm3

	MFR (190°C/5 kg)
	1.2±0.3 q/10min

	
	

	Color
	sarı

	
	

	Ash content
	<1%

	
	

	OIT (200-210 °C)
	≥20

	
	

	Free from humidity and non-polymer substances such as
	

	stone, iron, rubber particles, etc
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