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PVC Granule for Cable
insulation Class 2








	Test
	Standard and Test Method
	Unit
	Typical Value

	Hardness
	ASTM D 2240(15sec)
	Shore “ A”
	72±1

	
	
	
	

	Density
	ASTM D 792
	gr/cm³
	1.40±0.01

	
	
	
	

	Heat stability at 200°c
	VDE 0472/9.71
	minute
	70

	
	
	
	

	Elongation at break
	IEC 60811-1-1
	%
	Min 190

	
	
	
	

	Tensile strength
	IEC 60811-1-1
	N/mm²
	Min 10
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